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HEER | WC | €O gl Density | Hardness | e | TR
(Grade) (%) (%) (um) | (g/em’) :01 (HRA) 05 (MNm-3/2)  (kgf/mm?)
HO9uU 91 9 0.3 145 93.7 9.2 =350
H12U-T a8 12 0.3 14.2 93.0 9.6 =350
HO&U-T 94 6 | 0.4 149 945 8.4 =380
HOGU 94 6 0.4 14.9 94.0 8.7 =380
HOBU 92 8 0.4 14.7 93.6 8.8 =380
HO8U-K 92 3 0.4 14.7 93.2 9.0 =380
H12U 2a 12 0.4 14.3 g§2.5 9.4 =350
H10S a0 10 0.6 14.4 921 99 =350
H10F 90 10 | 0.8 14.4 91.5 10.9 =350
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Grade/Sort HOBU | HOBU-T | HOBU  HOBU-K| H12U H10S H10F HOSU | H12U-T
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Tempered steel
Hardened steel . g . .
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Greycast iron
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Heat resistant alloys
Titanium alloys . b i - .
Mickel aﬁﬁ%ﬂmnel} . = . ¢
e
mumﬁlﬁ'nﬁﬂoys b . .
e
Composite materials =~ * . . . . . .
ﬁﬂﬁcﬁﬁﬁﬁ < || W o [ o . . .
Gr?ph e - . . - .
et o
Resin
ﬁﬁ . . .




