Bandes de carbure de tungstene habituellement utilisées pour couper le bois, le carton, les panneaux

de fibres a densité moyenne et autres matériaux de processus.
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Timm) Tal.{mm) Wimm) Tol.{mm) L{mm) Tol.{mm)
2*3%330 2.0 +0.10~+0.30 3.0 *0.20~+0.40 330 +0.10~+0.20
2*4*330 2.0 +0.10~+0.30 4.0 +0.20~+0.40 330 +0.10~+0.20
2*6*330 2.0 +0.10~+0.30 6.0 +0.20~+0.40 330 +0,10~+0.20
2*10*330 2.0 +0.10~+0.30 10.0 +0.20~+0.40 330 +0.10~+0.20
| 2*12*330 | 2.0 +0.10~+0.30. 12.0 _+0.20~+0.40 330 +0.10~+0.20 |
_ 2*1B%330 20 | +0.10~+0.30 16.0 _#0.20~+0.40 330 +0.10~+0.20 |
2*20*330 2.0 +0.10~-+0.30 2000 +0.20~+0.40 i30 +0.10~+0.20
F=32330 3.0 +0.10~+0.30 3.0 +0.20~+0.40 330 +0.10~+0,20
3*5*330 3.0 +0.10~+0.30 5.0 +0.20~+0.40 330 +0.10~+0.20
[ 3*B*330 | 34 +0.10~+0.30 6.0 +0.20~+0.40 330 +0.10~+0.20
| 3*10*330 | 3.0 +0.10~+0.30 10.0 +0.20~+0.60 330 +0.10~+0.20
| 3"18%330 | 3.0 +0.10~+0.30 16.0 #0.20~+0.60 330 +0.10~+0.20
[ 3*20*330 | 3.0 +0.10~+0.30 20.0 +(0.20~+0.60 3130 +0.10~40.20
3°25%330 | 3.0 +0.10-~+0.30 25.0 +0.20~+0.60 3130 +0.10~~40.20
4*5°330 | 4.0 +0.10~+0.30 5.0 +0.20~+0.60 330 +0.10~+0.20
| 4*8°330 | 4.0 +0.10~+0.30 8.0 +0.20~+0.60 330 +0.10~+0,20
| 4*10*330 | 4.0 +0.10~+0.30 10.0 +0.20~+0.60 330 +0.10~+0.20
| 4*15%330 | 4.0 +0.10~+0.30 15.0 +0.20~+0.60 330 +0.10~+0.20
___4:‘_2_[}_*%_3[_]._. 4.0 +l.'.i..1ﬂ‘*-+l|.].3.ﬂ 20.0 +0.20~+0.60 330 +0.10~+0.20
4*30*330 4.0 +0.10~+0.30 30.0 +0.20~+0.60 130 +0.10~+0.20
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T{mm) Tol.(mm) Wimm) Tol.{mm) Limm) Tol.{mm)
2*3*330 2.0 +0.10 ~ +0.30 3.0 +0.20 = +0.40 330 +0.10 ~ +2.0
_3%5*330 | 3.0 +0.10~ +0.30 3.0 +0.20~+040 330 +010~+20
3*B*330 3.0 +0.10 =~ +0.30 8.0 +0.20 ~ +0.40 330 +010~+20
3*10°330 3.0 +0.10 ~ +0.30 10.0 +0.20~ +0.40 330 +010~+2.0
3*12*330 | 3.0 #0100~ +0.30 12.0 +0.20 - +0.40 330 +010~ +2.0
4*8*330 4.0 +0.10~ +0.30 8.0 +0,20 ~ +0.40 330 +010~+2.0
44107330 4.0 +0.10~+0.30 10.0 +0.20~ +0.40 330 +0.10 ~ +2.0




Classe Recommandation:

il hE B = i
R we co Grain size Density Hardness TRS
{ Grade) {34) (%) {um) (gfcm®)#0.1 (HRA)0 5 (kef/mm?)
HC2 94 & 1 1495 92 =200
H125 88 12 0.6 14.25 91.5 =350




