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(Grade) (%) (%) Crain size Density Hardness TRS
(um) (g/cw®) *£0.1| (HRA) X0.5 | (Kgf/mm*)
YG10-1 90 10 0.8 14.35 92.0 »300
HC2 94 6 1.0 14.95 92.0 »200
HG2 94 6 1.2 14.95 91.3 »280
HG3 92 8 b 14. 75 90. 5 >280




