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(Grade) (%) (%) Grain size Density Hardness TRS
(um) (g/cwm’®) +0.1| (HRA) +0.5 | (Kgf/mm®)
HE10 94 & 1.6 14. 85 90. 4 »300
HE15 B4 fi 2.0 14, 95 89. 6 »280
HE16 94 & 4.0 14, 95 88. 2 #aTl
HE20 B2 g 4.0 14, 75 87. 8 »270
HE30 o1 o 4.0 14, 65 87. 5 »260
HE35 B8d 11 4.0 14. 40 B6. 8 »280
HE36 a8 12 2.0 14. 30 87.0 »280
HE40 BY 13 4.0 14, 20 B5.5 »240
HES0 85 15 4.0 14, 05 85. 0 »230
HACH1 84 6 102 14, 95 90. 5 »300
HAC3 94 6 4.0 14, 95 88. 3 »240
HAC4 81 9 1.6 14, 65 88. 7 »260




