A fresagem de blanks I1SO h6, chanfrada em uma extremidade, é usada principalmente para o
processamento de fresas de topo de metal duro para corte de metal

% carboneto de tungsténio diametro varas curtas de 3mm-25mm, comprimento comum 45mm, 50mm,
60mm, 70mm, 75mm, 80mm, 90mm, 100mm, 125mm, 140mm, 180mm
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R /Dimension

Ae/Type . HE | EE | _fEm
| @D{mm) | L{mm} _ C{mm)
B350 _ 3.0 _ 50 _ 0.4
B34100 _ 3.0 _ 100 _ 0.4
334150 | 3.0 _ 150 _ 0.4
Ba*4as 4.0 45 0.4
@4+50 4.0 ' 50 ' 0.4
B4+150 4.0 . 150 . 0.4
B5*50 5.0 I 50 . 0.5
25100 5.0 100 0.5
B54150 5.0 . 150 . 0.5
D650 _ 6.0 _ 50 _ 0.5
@6°60 6.0 60 0.5
@6*70 | 5.0 ' 70 ' 0.5
B7*45 | 7.0 . 45 . 0.6
B7*60 1.0 . G0 . 0.6
BE*45 . 8.0 . 45 . 0.6
0860 ' 8.0 ' 60 ' 06
@870 8.0 ' 70 ' 0.6
BE100 8.0 ' 100 0.6
@10°70 10.0 ' 70 ' 0.6
210°80 10.0 ' 80 ' 0.6
BLO*90 10.0 a0 0.6
&10*100 . 10.0 . 100 . 0.6
B12475 ' 12.0 ' 75 ' 0.8
©12490 ' 12.0 ' 90 ' 08
©124100 ' 12.0 ' 100 ' 0.8
©14*75 14.0 ' 75 ' 0.8
©16*100 16,0 ' 100 ' 0.8
016*125 16.0 ' 125 0.8
225*100 25.0 . 100 . 1.0

©25*140 250 140 1.0
B25*180 25.0 180 1.0



Grau Recomendacao:

HO9U 91 g 0.3 14.5 93.7 9.2 >350
H12U-T 88 12 0.3 14.2 93.0 9.6 >350
HOBU-T 94 6 0.4 14.9 94.5 8.4 >380

HOBU 94 6 0.4 14.9 94.0 87 >380

HOBU 92 8 0.4 147 93.6 8.8 >380
HO8U-K 92 8 0.4 14.7 93.2 9.0 =380

H12U 88 12 0.4 14.3 92.5 9.4 >350

H10S a0 10 06 14.4 921 9.9 >350

H10F 90 10 0.8 14.4 91.8 10.9 >350




