Cementerad karbidstang, som ar hard och tuff, anvands for bearbetning av hardmetallfrasar for
metallskarning.

Volframkarbidstang i tumstorlek, vanlig diameter i tum tillganglig: 1/8, 3/8, 1/ 4,3/ 4, 1/2, 1. gemensam
langd i tum tillganglig: 1, 1,5, 2,5, 3, 3,5,4,5,6 ... 13

Kvalitet for Fast Verktyg:

: . : | ;
| mam b e FE s 1
Héﬁﬁﬁﬁ 1";[ C'BE |Grainsize  Density Hardness KIC TRS
{ Grade) . (%) (%) | (um) (g/em')s01 (HRA) s0s| (paNm-3/2) | (kgffmm?)
HOSU _ 91 | 9 | 0.3 | 14.5 | 93.7 | 9.2 | =350
H12U-T _ &8 | 12 _ 0.3 | 14.2 _ 93.0 _ 9.6 _ =350
HOBU-T 94 6 0.4 14.9 94.5 8.4 =380
HO&U 94 [ 0.4 14.9 94.0 8.7 =380
HOEL g2 B 0.4 14.7 93.6 8.8 =380
HOBU-K 92 8 0.4 14.7 93.2 9.0 =380
H1z2U 88 12 0.4 14.3 92.5 9.4 =350
H105 90 10 0.6 14.4 92.1 9.9 =350
H10F 90 10 0.8 14.4 91.8 10.9 =350
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